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Results
CHEMICAL ANALYSIS
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On the 157 of Janwary, 2003, we received at the Industial Research Institute
Laboratories a sample of sorbent material (identified by you as “Recoverit™) in order (©
check s capability of adsorbing oils and other hydrocarbons spilled in sand. stones and
walet.
Analysis and results
Test 1: Contamunated sand and rocks
Two kilograms of mixed sand and stones contaminated with fuel oil were mixed with
100 2 of the sorbent matenial for 15 minutes. Water at 35°C (2.5 liters) was added and
mixed for another 15 minutes. Floating material was skimmed with a sieve. Sand
mixture, remaiming water and the slimmed matenal (weighed 321 g on air dned basis)
were tested for ol and grease contenl. Remaining water was also tested for Biochemical
Oniygen Demand (BOD).
The results were lound as follows:
IR Skimmed material
Code No: Sand mixture Water {on air dried basis)
281 -1  Onl and grease
(before treatment) 7.70 8kg 0.1 mal (.1 mgl
281 -1 (il and grease
{after treatment) 3 mg/l 20 g/ke
267-7 BOD: asO 18 mg/l -
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